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- SAMPLE ANALYSIS | 439029 ' |
~ | R |
CLIENT! Earth Tech Inc. PROJECT: Bossert Manufacturing - IIlllIlIIIllIIIIIIIllII =

1002 Qswego St. Utica, NY 13502 ;
Utica, NY 13502 Job #24708 ‘
LAB NUMBER: 97-4959-364 1
'SAMPLE DATE: July 22, 1998 SAMPLED BY: QClient ;
_Sample Number - R- - N .
] - ss Room Roof Room Roof Sress Room Roof {
Asphalt Roofing (NOB)
No :
Black
Ashestos Present
Type & Percent | B
- | 2. Amosite
3. Crocidolite | v 1 |
| 4 Other (specity) | |
! Totgl Asbestos ﬂi 24% . 1% | 3.5% | |
| ‘Other Fiberous Type - | ' : |
1 & Percent o | | Sl
1. Fiberglass 1. 12% 1. 13%
- | 2. Cellulose . 2. 27% D, 26% 2. 10%
- 5| 3. Synthetic '
- .| 4 Other (Specify) -
e | Non-Fiberous % 37% 50% 86.5%
| Comments: |
- AnalysisDate: July 28,1998 Anslyzed By: _____LourieDoWeerdt
. Method: PLM with Dispersion Staining Respectfully Submitted . | |
‘ 'ELAPID # 11130 Analytical Laboratories of Albany, Iné. ‘
mﬁ%tﬂm e Albany, NY 12205 321 Newark Street. 3th Floor N Bldg ¢ = IIW‘I‘T‘%

1-800-2 | 4-30227

Tel 1
el (518) 469-8900 » Fax (518) 489-1957 - 1-800-214-LABS » hitp:/Avww aanatyticallabs.com : ) !



88/12/1998 13:99

OF ALBANY, INC.

CLIENT: Earth Tech Inc.

1002 Oswego St.
Utica, NY 13502

5184891957
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ORATORIES

REPORT OF ASBESTOS BULK

 SAMPLE DATE: July 22, 1998

. ANALYTICAL LAB

SAMPLE ANALYSIS

PROJECT: Bossert Manufacturing
Utica, NY 13502
Job #24708

LAB NUMBER: 97-4959-364
SAMPLED BY: Client
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AlHN
ACOREDITE

LABORATORY,

ED' Te78 :
NYS ELAR 108X

12020 12021%
R 5 -
“[Press Room Roof

Press Room Roof

Asphalt Roofing g§03): ‘

" Comments
8K ar matenals, Quantitanve
. wﬂ,

No
Silver/ Black |
1. 1.5% 1. <1%
_L5% 1%
. . _ 1. 11%
~ 1 2. Cellulose 2. 19% 2. 21% 2. 8%
| 3. Synthedic : :
4. Other (Specify)
Nom_l?iberous % 67.9% 77.5% 80%

18 currently the o

that ¢
{ or treated as non-asbestos contaning.

* NIOB Disclaimer: "PLM is not consistently reliable in detectin asbesms in ﬂoor Ccoverings -

0

Method: PLM with Dispersion Staining

'ELAPID# 11130

Respectfully Submitted

Analyncal Laboratories of Albany, Ino.

AIN
31 Ratlroad Avenue ¢ Albany, NY 12205
ot (518) 409-8900 » Fax (318) 489-1957

“
321 Newark Street, 3th Floor N., mdc. 0-e Nubnlu . NS (17’%‘ .

1-800-21+IABS » hitp://www aanalyticailabs.com

1-800-214- )9&7- .
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OF ALBANY, INC. pbn bt OF ASBESTOS BULK
; SAMPLE ANALYSIS

CLIENT: Earth Tech Inc. PROJECT Bossert Manufacturing
1002 Oswego St. Utica, NY 13502
Utica, NY 13302 Job #24708

LAB NUMBER: 97-4959-364

SAMPLE DATE: July 22, 1998 SAMPLED BY: Client

Log Number 2022 2023 2024 .
Sample Number ‘::’: :_j : R-908 : : ?
' . ress Room Roof Press Room Roof ss Room Kool ;
Location o |
i |
| Type of Material _|Asphait Roofing (NOB) |Asphalt Roofing (NOB) Asphalt Roofing (NOB) 'fl
- |. Homogeneous b?o' ‘ No : ‘
_Color Bl Black ‘
~ | Asbestos Present
i Type&Pearcent |
++1-1. Chrysotile N <1% 1. 67%
2. Amosne T
<1% _ 6.7% |
1. Fiberglass | 1. 12% 1. 26%
1 2. Cellulose 2. 36% R 30% 2. 28%
# 3. Synthetic
*| 4. Other (Specify)
1 Non-Fiberous % 63% 51.3%. 46%

‘Analysis Date:

Auly 28, 1298 Analyzed By: _____Lauric DoWeend
Method: PLM with Dispersion Staining " Respectfully Submitted.

ELAPID # 11130 Analyncal Laboratories of Albany, Inc

RE Rallmag Avenueg Albany NY 12205

Tel (518) 489-8900 » Fax (518) 489-1957

ken - NJ Q0700

321 Newatk Strect, 5th Flaor N.. Bide O ¢ Hob
1-800- zu 27

'1-800-214-LABS * hitp/rewwv.aanalyticaliabs.com
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SAMPLE ANALYSIS

CLIENT: Egrth Tech Inc,
1002 Oswego St.
Utica, NY 13502

SAMPLE DATE: July 22, 1998

ANALYTICAL LAB

PROJECT: Bossert Manufacturing
Utica, NY 13502

PO #24708

LAB NUMBER: 97-4959-364

SAMPLED BY: Client

|

"‘a"‘. Mygione
Ac REDITE ‘
.Y LABDRATORY| -

V ioerre !
NYS, ELAR I

Sample Number __ [N R ' ';-912 |
- 8 Room Roof Press Room Roof ss Room Roof
Agphalt Roofing (NOB) _ {Asphalt Roofing (NOB) _|
No , No - a
Silver/Black Silver/Black -
_iYes
L 12% <
% <1%
1. Fiberglass . 1. 8%
1 2. Cellulose 2. 26% ? 26% 2, 26%
.} 3. Synthetic ' 2
4. Other (Specify)
. Non-Fiberous % 73% 54% 73%

Comments; *
and sin

determine 1f this matenial can be considered or reated as non-asbestos containing, .

Disclaimer: "PLM is not cc

nsistently reliable in detecting asbestos in floor coverings
titative i’ﬁ 1s currently the oni method that can Eud

ar maten

Al

Analysis Date; Jyly 28 1908

ELAPID#11130

Method: PLM with Dispersion Staining

Analyzed By: _____ lawicDeWesydt

Respectfully Submitted

Analytical Laboratories of Albany, Inc,

MAIN OFFICE
J1 Raitroad Avenue « Aiban
Tl (518) 489-8900 » Fax (518) 489-1957

. NY 12205

321 Newark Street. 3th Floor N Bldg O « Hohoken, NI U? )30
1-490- ll\l 1227

1<800-214-LABS » hitp//www.aanalyticallabr com
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Analvtical Laboratories of Albany, Inc.

31 Railroad Avenue
Albany, New York 12205

(518) 489-8900
Fax: (518) 489-1957

Ton LeRoy Ceseidey, RM Freomm Alison Gardner 'I

Earth Tech Laboratory Director

. Pme. (315) 7341322 . Dates August 12,1998

Phewes (316) 734-1304 Pagosi5

Wi BukRepot ot :

£ Yrgent 2 Fer Raview [0 Plosse Comment I Please Reply me: |
«Comenentns Buik Report for sampies collected on 7/22198.





